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ANALYSES OP ASH

MADE FOR: VIRGINIA ELECTRIC & POWER COMPANY, 7th & FRANKLIN STREETS,
RICHMOND,.VIRGINIA, ATTsMR. J. D. RISTROPH

KARKED: SAMPLE OF ASH FROM 70-30 MIXTURE OF COKE AND COAL FOR:
(1) TOTAL VANADIUM CONTENT
(2),_, 24 HOUR WATER SOLUBLE VANADIUM CONTENT

' SAMPLE SUBMITTED UNDER P. 0. NO. 68738, REQ. NO. 0-5159,
ACCOUNT NO. E-3205-312

0-0-0

TOTAL VANADIUM CONTENT 4.57#

24 HOUR WATER SOUUBLE VANADIUM CONTENT 1.71J5

RESPECTFULLY,
I;

FROEHLINQ &.ROBERTSON, INC.
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